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• Why Use Magnesium
– Lighweight to replace heavy engine parts
– High stiffness to weight ratio
– High strength to weight ratio
– Excellent castability and damping capacity
– Easily corroded in the presence of salt-water

• Why ICME and Multiscale Modeling
– Reduce product development time
– Reduce product costs through innovation in material, product, and

process designs
– Reduce the number of costly large systems scale experiments
– Increase product quality and performance by providing more accurate

predictions of response to design loads
– Help develop new materials
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Multiscale Corrosion Internal State Variable (ISV) model 

Step 2: Simulation at NanoScale (DFT) and Atomics scale (MD)
• Effect of doping on surface stability 
• Adsorption energies of molecules relevant to corrosion 
• Identify the role of cathodic impurities (elements) vs cathodic precipitates (phases) 
• Water dissociation reactions 
• Mg dissolution reactions 
• Hydrogen evolution reactions

Cause+ uncertainties (determined by simulations at lower length scale)

Step 3: 
Upscaling

Results
• Microstructure
• Hydrogen volume
• Magnesium loss (volume)
• Equation Trends for anodic 

and cathodic reactions

Step 1: 
Downscaling

Requirements
• Nanoscale anodic and 

cathodic reactions and 
surface reaction kinetics
affected by doping elements

Effect: Macroscopic Corrosion Damage (Electrochemical Potential, Hydrogen 
Evolution Rate, Anodic Dissolution Rate) 
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• Macroscale Corrosion Damage Framework
• Mesoscale Corrosion Modeling
• Nanoscale Corrosion Simulation
• Experiment Calibration
• Application and Implementation

Outline
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What is an Internal State Variable (ISV) ？

• Uniquely defines the Helmholtz (or Gibbs) free energy of a 
system undergoing an irreversible process

• Describes the internal structure rearrangement with the 
associated length scales

• Selection is arbitrary, but the rate equations are physically
motivated (microstructural morphology) and strongly 
influence the history of the material and can be garnered from 
lower length scale arguments
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• Corrosion Damage

Macroscopic observation examples of the (a) general, (b) pitting, and (c) intergranular 
damage mechanisms on specimen surfaces (Alvarez et al., 2010)

c gc pc icφ φ φ φ= + + pc p p pcφ η υ=

C.A. Walton, M.F. Horstemeyer, H.J. Martin, D.K. Francis, Formulation of a macroscale corrosion damage internal state 
variable model, International Journal of Solids and Structures, 51 (2014) 1235-1245.
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Kinetics of Plasticity‐Damage‐Corrosion Framework

total gc pc icφ φ φ φ= + +    φ η υ η υ η υ= + +   pc p p p p p p p p pc c c



Macroscale-Mesoscale Bridge Information
Macroscale : Internal State Variable Theory

Mesoscale : Butler-Volmer Equation
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Mesoscale Modeling/Simulations

exp ( ) exp ( )    = ⋅ ⋅ − −        
a c

0 eq eq
α nF α nFI A j E - E E - E
RT RT

Mg → Mg+2 + 2e-

2H2Oads + 2e- → 2OHads + H2

ac = f(second phase number density, second phase particle size, second phase nearest 
neighbor distance, matrix composition, solution type (water, salt water, etc.), and 
hydrogen evolution)

aα = f(second phase number density, second phase particle size, second phase nearest 
neighbor distance, matrix composition, solution type (water, salt water, etc.), and 
magnesium dissolution rate)
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Mesoscale-Nanoscale Bridge Information
Mesoscale : Butler-Volmer Equation

Nanoscale :Kohn-Sham Equations

exp ( ) exp ( )    = ⋅ ⋅ − −        
a c

0 eq eq
α nF α nFI A j E - E E - E
RT RT

H2

Mg 
Mass 
loss
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Background: Atomistic Framework

Oxide layer protection: Previous DFT  investigation

Anodic dissolution and galvanic coupling to cathodic precipitates

• DFT Calculated Grain Boundary and bulk doping of MgO developed previously
• Rare-earth doping improve oxide layer stability1

• Grain boundary segregated of species that bound water strongly are favorable 
• Aggressive species interaction with oxide layer underway

• Anodic and cathodic reactions for corrosion progression in Mg-X alloys
• Alloying elements and surface reaction kinetics
• Connection to microstructure and cathodic precipitate distribution
• Multiscale connection to experiments and ISV model

1Kwak, Hyunwook, and Santanu Chaudhuri. "Cationic doping of MgO surfaces to build corrosion protection in Mg 
alloys." Journal of Alloys and Compounds509.32 (2011): 8189-8198.
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Corrosion Reactions in Mg-Alloys
• Overall Reaction can be expressed as: Mg + 2H2O → Mg(OH)2+ H2

• Contributing half-cell reactions

Mg → Mg+2 + 2e-

Elements and their Electronegativities

2H2Oads + 2e- → 2OHads + H2

Anodic: Oxidation reaction

Cathodic: Reduction reaction

Mg2+ + 2OH → Mg(OH)2

MgO +H2O → Mg(OH)2

• Alloying elements Mg-X (X=Ca,Al,Mn,Fe,Zn,As..) change cathodic/anodic reactions

• Alloying element and segregation change MgO ↔ Mg(OH)2 dissolution/precipitation/transport kinetics

Corrosion product

Mg 
matrixPit

Solution H2

13



Kohn-Sham Eqtns used in Density 
Functional Theory (DFT) Calculations

Mg → Mg+2 + 2e-

2H2Oads + 2e- → 2OHads + H2

Mg2+ + 2OH → Mg(OH)2

MgO +H2O → Mg(OH)2

• Overall Reactions calculated using DFT methods on Mg(001) 
slab surface 

• Alloying elements Mg-X (X=Ca,Al,Mn,Fe,Zn,As..) compared 

• Focus on Mg-Al results for establishing understanding and
baseline of corrosion rates

• Identify the role of cathodic sites (elements) vs cathodic
precipitates (phases)

Emixing = (Etotal – nMgEMg(bulk) – nAlEAl(bulk))/(nMg+nAl)

Energy of Mg-Al Bulk System with Al at 
Different Concentrations

Less Al in preferred compared to higher Al% 
in terms of alloy formation energy
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DFT Calculations for Water Dissociation Reactions 
Show that as the %AL Increases the Barrier Energy 
Decreases
• Water transports through the MgO/Mg(OH)2 layer and reacts with Mg-alloy matrix

• Al in-solution of Mg matrix and Mg17Al12 phase are investigated

Barrier of H2O dissociation more favorable for beta-phase Mg17Al12

Surface
Eads,H2O

(eV)
Eads,H 

(eV)
Eads,OH

(eV)
ΔHRxn (eV)

H2Oads OHads+Hads

EBarrier (eV)
H2Oads OHads+Hads

Pure Mg -0.43 -2.38 -4.95 -1.09* 0.65

Mg-1Al -0.50 -2.45 -5.01 -1.16 0.64

Mg-2Al -0.54 -2.40 -5.10 -1.15 0.64

Mg17Al12 -0.66 -2.52 -5.14 -1.20 0.62

Reactant ProductTS

Alloying

ΔHcorrection: -0.17 ΔGcorrection:-0.04

H2O/OH binds strongly but H adsorption shows trend reversal at higher Al concentration
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Mg-X Alloys: Impurity Promotes Water Dissociation Reactions

H2O Adsorption Energies

Surface Eads,H2O (eV) Eads,H (eV) Eads,OH (eV) ∆HRxn (eV)

Pure Mg -0.43 -2.38 -4.95 -1.09

Mg-Al -0.50 -2.45 -5.01 -1.16

Mg-Zn -0.51 -2.44 -5.04 -1.17

Mg-Ca -0.74 -2.66 -5.19 -1.30

Mg-Mn -0.45 -2.63 -4.95 -1.33

Mg-Fe -0.47 -2.68 -4.98 -1.38

In general cathodic impurities promote 
water dissociation but also increase H 
adsorption. 
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Mg-X Alloys: Mg Dissolution Reactions

Defect formation energy is important since anodic dissolution is first step for metal loss and 
Mg(OH)2 precipitation. Reaction happens at two interfaces: 

• On the MgO/Mg(OH)2 interface

• At the metal layer/oxide/hydroxide layer – Mg(0001) used a guide for the trends

  

Barrier layer in Mg is ineffective – thus, anodic dissolution trend is determined by 
dissolution at the grain boundaries and from flat surfaces
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Mg-Al Corrosion: H2 Evolution Reaction Trend

2Hads → H2 

-2.38 eV -2.45 eV -2.40 eV -2.52 eV

Reaction barrier (rate) 
depend on H atom 
adsorption energy

Eads:

Cathodic Rxn’s followed H2O+ e− → OH- + Hads

The final H2 evolution rate near cathodic 
Al-sites and Mg17Al12 decrease – Less 

corrosion as seen in experiments

Mg Mg-1Al Mg-2Al Mg17Al12
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• For Mg-2% Al alloy, no second phase was formed, dendritic arm region and grain boundaries have
higher aluminum intensity.

• For Mg-6% Al alloy, Mg17Al12 phase was formed, the second phase mainly distributed along grain
boundaries and dendritic arm region.

Materials grain size 
(um)

particle size 
(um)

Particle Number 
density(mm^2)

NND 
(um) Particle type Matrix type Mean area of second 

phase particle (um^2)
Second phase particle 

area fraction
Pure Mg 1000

Mg-2% Al 500
Mg-6% Al 161.25 5.6 1434 13.172 M17Al12 saturated Al 31.368 4.494%

Mg-2% Al Mg-4% Al

Bridging to Microstructural Characteristics of Mg-Al alloys 

SEM-EDS element mapping for Mg-2% Al and Mg-6% Al alloy
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General Corrosion Model Calibration
total gc pc icφ φ φ φ= + +   

General corrosion refers to corrosion
dominated by uniform thinning that
proceeds without appreciable localized attack

Faraday’s Law of electrolysis summarizes mass loss
based on the total electric charge of the substance.
m –mass
F – Faraday constant
M – the molar mass of the substance
z – the valence number of ions
– Al percentage in the materials 0 5 10 15 20 25 30 35 40 45 50 55 60 65
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Pitting Corrosion-Nucleation Calibration

φ η υ η υ η υ= + +   pc p p p p p p p p pc c c

The nucleation term is defined as the 
number density/unit area
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Pitting Corrosion-Growth Calibration

φ η υ η υ η υ= + +   pc p p p p p p p p pc c c

The growth term signifies the pit area 
at which pits are growing across the
surface. 

In-Plane Pit Area
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φ η υ η υ η υ= + +   pc p p p p p p p p pc c c

Pitting Corrosion-Coalescence Calibration

The coalescence rate can be directly
related to the nearest neighbor distance 
of two pits on the surface

Nearest Neighbor Distance
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Coulomb’s Law and Maxwell’s stress both represent an electrostatic interaction between two 
charged particles with respect to the force on the body.
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Intergranular Corrosion Calibration

total gc pc icφ φ φ φ= + +   

Intergranular corrosion takes place when
the corrosion rate of the grain‐boundary
areas of an alloy exceeds that of the grain
interiors

Intergranular Corrosion Area Fraction
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• Pit nucleation
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• Pit Growth
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0 5 10 15 20 25 30 35 40 45 50 55 60 65
0

500

1000

1500

2000

2500

3000
 

         Mg-6% Al
 Experiment Data
 Model

Pi
t n

um
be

r d
en

si
ty

 (m
m

-2
)

Time (h)

0 5 10 15 20 25 30 35 40 45 50 55 60 65
-700

-600

-500

-400

-300

-200

-100

0

100
 

 

          Pure Mg
 Experiment Data
 Model

W
ei

gh
t C

ha
ng

e 
(g

/m
2 )

Time (h)

• General Corrosion
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Summary
Preliminary Conclusion
• Developed a fully coupled ISV model that captures the corrosion damage 

evolution for magnesium alloys
• Bridged information passage from different length scale
• Completed corrosion calibration experiments for Mg-Al alloys
• Qualitative agreement with DFT that pure Mg H-evolution is greater compared to 

Mg-Al
• Anodic dissolution of Mg-X can be organized with respect to the baseline with 

Mg-Ca seems least reactive towards H-evolution according to DFT
Next Steps
• Implementation of model to Mg-Zn magnesium alloys
• Mg-Zn magnesium alloys model calibration
• Connect the limiting current density at different 

overpotentials to include galvanic effects where, 

0, , ,0 0

1 (1 )exp ( ) exp ( )
1

H H
k V V o V V o V

H H

F Fi i
RT RT

θ θα αε ε ε ε
θ θ
 − − −   = − − −    −    

Change with Potential from DFT28
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